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Abstract

Monodisperse water-stable silica functionalization of upconversion nanoparticles are important 
for their applications in bio-imaging and bio-sensing. Here, we report on the uniform silica coating of 
NaYF4:Yb,Er,Tm upconversion nanoparticles (UCNPs) with a controlled thickness (3-16 nm) through a 
modifi ed reverse microemulsion approach. We show that the molar ratio between tetraethylorthosilicate 
(TEOS) and UCNPs is important to tune the resulting thickness of silica, which can be controlled via 
simple increase of the concentration of UCNPs while maintaining the TEOS concentration constant. Our 
results show that those silica-coated upconversion nanoparticles are stable at pH = 7 sodium chloride-
free solution, important for their bio-applications.
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Introduction

In recent years, with the deepened understanding of the 
luminescence mechanism of lanthanide-doped upconversion 
nanoparticles (UCNPs) and the maturity of their synthesis 
methods, those new luminescent nanomaterials have spurred 
wide interests on many applications ranging from biomarker 
detection to biomedical imaging [1-10]. UCNPs have many 
excellent physical and chemical properties, such as infrared 
light excitation, strong penetrability of tissue, little damage 
to biological tissue, zero background fl uorescence, long 
fl uorescence lifetime, narrow emission band, and wide anti-
Stokes shift and so on. However, the as-prepared UCNPs are 
typically hydrophobic (water-insoluble) and unable to link 
with bio-targeting biomolecules, restricting their applications 
in biology. For example, the solvo (hydro) thermal method and 
thermal  decomposition method are commonly used approaches 
for synthesizing monodisperse UCNPs with good reproducibility 
[11-14]. Yet, the long-chain oleic acid capped on the surface 
prevent their further uses in biological environment. To solve 
this problem, the surface chemistry of as-prepared UCNPs 

have to be designed to grant both a stable aqueous colloidal 
dispersion and the ability to conjugate biomolecules. Several 
approaches has been attempted toward this regard, including 
SiO2 coating, wrapping by small molecular surfactant, 
amphiphilic polymer, oxidizing oleic acid ligands with the 
Lemieuxvon Rudolf reagent, and ligand exchange [11,15-25]. 
In particular, SiO2-coating are of particular interest, due to 
its high biocompatibility, easy surface modifi cation through 
silicon-enriched chemistry, and easy control of interparticle 
interactions [26-29]. However, there lacks a facile way to 
perform silica coating of UCNPs with a controlled thickness. 

Herein, we used a high temperature co-precipitation 
method to synthesize hexagonal NaYF4: Yb, Er, Tm UCNPs 
capped by the oleic acid group. These UCNPs were then coated 
with a silica shell of different thickness via a modifi ed reverse 
microemulsion. Moreover, we found that all these silica-coated 
UCNPs are stable at pH = 7 biological physiological saline (the 
sodium chloride NaCl solution).

Materials and Methods

Materials and characterization

Rare-earth oxides, including yttrium chloride (YCl3.6H2O, 
99.99%), ytterbium chloride (YbCl3.6H2O, 99.99%), erbium 
chloride (ErCl3.6H2O, 99.99%), Thulium chloride (TmCl3.6H2O, 
99.99%) Triton X-100, ammonia solution (25-28%) and 
tetraethyl orthosilicate (TEOS, 99.99%) were purchased from 
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Aladdin (Shanghai, China). Other reagents (analytical grade) 
were also purchased from Aladdin (Shanghai, China). All 
reagents were used as received without further purifi cation. 
Deionized water was used in all experiments. TEM images were 
performed on a JEM 2000FX (Jeol Ltd, Japan). Fluorescence 
spectra were recorded on Ocean optics spectrometers equipped 
with a near-infrared (NIR) laser with emission at 980 nm.

Synthesis of NaYF4: Yb,Er,Tm upconversion nanopar-
ticles 

The NaYF4: 20% Yb, 2% Er, 0.5% Tm nanocrystals were 
prepared using a high temperature co-precipitation method. 
First, the lanthanide chlorides containing 0.775 mmol 
YCl3.6H2O, 0.20 mmol YbCl3.6H2O, 0.02 mmol ErCl3.6H2O, 
0.005 mmol TmCl3.6H2O were loaded to a 250 mL 3-necked 
fl ask, followed by adding 15 mL of octadecene and 9 mL of 
oleic acid. The fl ask was then heated to 150  under Ar for 30 
min. Subsequently, the fl ask was cooled down to 50  and 10 
mL methanol solution containing 0.1482 g NH4F and 0.1 g 
NaOH was added drop wise. The mixed solution was stirred at 
50  for 2 h and heated slowly to 80 to remove methanol. The 
fl ask was heated up rapidly to 300  for 1 h, and then naturally 
cooled down to room temperature. The reaction solution was 
evenly divided into two 50 mL tubes, followed by adding 20 
mL ethanol in each tube for centrifugation (6000 rpm, 5 min). 
After washing with ethanol for three more times, oleate-capped 
upconverting nanoparticles were stored in 10 mL cyclohexane 
for silica coating.

Synthesis of silica-coated NaYF4: Yb,Er,Tm upconver-
sion nanoparticles with tunable shell thickness

The coating of upconversion nanoparticles with silica 
was achieved by a modifi ed reverse micro-emulsion method. 
Cyclohexane-dispersed UCNPs (20 mg/mL) with various 
amount of volume (1, 0.5, or 0.2 mL) were diluted by adding 
pure cyclohexane solvent to 2 mL, and then got transferred 
to a 60 mL glass bottle. After that, 8 mL of cyclohexane and 
0.5 mL of Triton X-100 were added into the bottle along with 
about 2 min ultrasonication. Subsequently, 0.5 mL of Trit on 
X-100 and 0.12 mL of ammonium hydroxide (25-28 wt%) 
was added into the mixture under ultrasonication for about 
20 min, yielding a transparent solution. Then, 40  L of TEOS 
were added and the mixture was ultrasonicated for 2 min, 
followed by magnetic stirring at room temperature for 48 h. 
The silica-coated NaYF4:Yb,Er, Tm UCNPs were collected by 
centrifugation, washed with ethanol three times, and fi nally 
dispersed in diff erent NaCl concentration of aqueous solution 
at different pH values.

Results and Discussion

Characterization of NaYF4: Yb,Er,Tm and NaYF4: 
Yb,Er,Tm@SiO2 nanoparticles

UCNPs (Y:Yb:Er:Tm=77.5:20:2:0.5) were synthesized by 
using a previously reported method with modifi cations[27]. 
The TEM image shows that the as-prepared nanoparticles 
have uniform size and morphology of hexagonal shape (Figure 
1). The average diameter of these particles was about 40 nm, 

suitable for biological applications. The surface of these UCNPs 
was capped by oleic acid, making them hydrophobic and 
preventing them from biological applications. To address this 
problem, we coated these UCNPs with a shell layer of silica that 
makes the core-shell water soluble. The silica coating strategy 
had a number of advantages for bioapplications: (i) the multi-
valency of an extensively polymerized polysilane ensures 
that these UCNPs stay soluble, providing a spatial isolation 
of UCNPs from the performance-degrading substances in the 
environment; (ii) the silica was known to be biocompatible, 
chemically inert and optically transparent at visible and near 
infrared wavelengths [28], (iii) the chemistry of silica was 
well investigated, which could incorporate different functional 
groups (-COOH, -NH2, and -SH) to control the interactions 
with biological environments. Moreover, the ability to control 
the shell thickness was of particular importance to probe the 
shell effect on the properties of UCNPs as well as the use of 
them as biolabels. To realize a tunable shell thickness of silica 
coating, we varied the ratio between the concentration of 
UCNPs and the concentration of tetraethyl orthosilicate (TEOS) 
while maintaining all other parameters unchanged. As one 
can see in Figure 2a-d, monodisperse UCNP@SiO2 core/shell 
nanoparticles with uniform shell thickness varying from 3-16 
nm were synthesized successfully. An UCNP@SiO2-3 nm core/
shell nanoparticle with 3 nm thick silica shell was obtained 
when 1 mL of cyclohexane-dispersed UCNPs were added to the 

Figure 1: The TEM image of NaYF4:Yb, Er, Tm upconversion nanoparticals. The 
diameter of the nanopartials was about 40 nm.

Figure 2: (a,b,c)-The TEM image of NaYF4:Yb,Er,Tm@SiO2-3 upconversion 
nanoparticals. The thickness of silica shell was about 3 nm. (d)-The TEM image 
of NaYF4:Yb,Er,Tm@SiO2-16 upconversion nanoparticals. The thickness of 
silica shell was about 16 nm. (e) Upconversion photoluminescence spectra of 
upconversion nanoparticals coated by silica with different thicknesses (excited 
at 980 nm, 10 W/cm2).
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reaction system, while 16 nm thick silica shell was obtained 
when 0.2 mL UCNPs were added. The larger the ratio of the 
concentration of UCNP versus the concentration of TEOS, the 
thinner the resulting silica shell thickness. 

The photoluminescence spectra and stability of NaYF4: 
Yb, Er,Tm@SiO2

Photoluminescence spectra of silica coating of UCNPs with 
different thickness were measured by excited at 980 nm with 
a power density of 10 W/cm2. The emission peaks of UCNPs@
SiO2 at 540, 650 and 800 nm were observed, corresponding to 
the 2H11/2/

4S3/2→
4I15/2 and the 4F9/2 → 4I15/2 transitions of Er3+ ions 

and the 3H4→
3H6 transition of Tm3+ ions, respectively (Figure 

2e). Along with an increase of the thickness of the silica shell, 
we observed that the NIR peak at 800 nm increase accordingly. 
The NIR emission intensity for the aqueous sample with 36 nm 
SiO2 shell thickness can be about ~ 3 times higher than that 
from UCNPs with 3 nm shell thickness. This intensity increase 
indicate that the shell of SiO2 is able to prevent UCNPs from 
luminescence quenching by the spatial isolation of UCNPs from 
quenchers in the aqueous environment (such as high vibration 
energy from OH group). A thicker SiO2 shell create better spatial 
isolation, and thus brighter upconversion luminescence. Note 
that the emission peaks at 540/650 nm slightly decreases with an 
increment of the SiO2 shell thickness. The observed modulation 
behavior by the SiO2 shell thickness for emission bands at 
different wavelengths might be attributed to the scattering (or 
refraction) difference of silica at those wavelengths, with less 
scattering at long emission wavelengths. It should be noted 
that the NIR emission at 800 nm when excited at 980 nm from 
aqueous UCNPs@SiO2 nanoparticles are of critical importance 
for their future use in bioimaging. This is because both the 
excitation and the emission wavelengths fall within the “optical 
transmission window” for biological tissues in the NIR range 
(~700-1000 nm)9 allowing not only a deep light penetration 
and reduced photodamage but also low auto fl uorescence and 
light scattering.

To test the colloidal-stability of UCNPs@SiO2 nanoparticles, 
the prepared UCNPs@SiO2-3 nm nanoparticles were dissolved 
in 0, 0.25, 0.50, 0.75, 1.0 M NaCl solution, with pH values of 3, 
5, 7, 9, 11, respectively. It is known that the colloidal stability 
strongly depends on the surface charge of the dispersed 
particles, of which the same charge provides the repulsion force 
to prevent the colloidal particles from agglomerating. If the 
charge on the colloid was reduced or eliminated, the stability 
of the colloidal particles would be lost or degraded. Obvious 
aggregation was observed 2 min after adding into 0.25, 0.50, 
0.75, 1.0 M NaCl solution, and the aggregation became more 
obvious with the increase of NaCl concentration. However, 
aggregation was not observed in the 0 M NaCl solution even 
several hours after dispersing in water (Figure 3). It is known 
that the NaCl solution was a strong electrolyte, and the positive 
charged of sodium ions could neutralize the negative charge 
of the coated silica shell. The charge repulsion between the 
particles was thus decreased, resulting in particle aggregation 
and sinking to the bottom. We also investigated the stability of 
NaYF4: Yb, Er, Tm@SiO2 nanoparticles in NaCl-free solution at 

pH values from 3-11 (Figure 4). The nanoparticles in the pH = 
7 solution was the most stable, forming clear solution without 
precipitation over 5 h. While the nanoparticle solution was 
most unstable at pH = 3 solution, the precipitation could be 
observed after about 1 min. For weak acid or alkaline solution, 
the stability of the specifi c nanoparticles was superior to that at 
pH=3, but inferior than at pH=7. The combined results in Figure 
3 and Figure 4 indicated that the silica-coating make UCNPs 
stable at neutral aqueous environment free of electrolyte. For 
the electrolyte-containing biological environments, further 
surface modifi cation of silica coating was needed such as 
polyethylene glycol (PEG) to improve blood-circulation 
capability. 

Conclusion

We report on a modifi ed reverse microemulsion approach 
to yield uniform silica coating of NaYF4: Yb, Er, Tm UCNPs 
with a controlled thickness (3-16 nm). A simple increase 
of the concentration of UCNPs while maintaining the TEOS 
concentration constant could gradually decrease the silica shell 
thickness. Moreover, stability investigations revealed that the 
silica-coated UCNPs are most stable at sodium chloride-free 
solution and with pH=7. The stable, monodisperse, and uniform 
silica-coated UCNPs in aqueous solution have implications for 
applications in bioimaging. 
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Figure 3: NaYF4:Yb,Er,Tm@SiO2-3 upconversion nanoparticles were dissolved in 
different concentrations of NaCl solution. With the increase of NaCl concentration, 
the aggregation became more obvious.

Figure 4: NaYF4:Yb,Er,Tm@SiO2-3 upconversion nanoparticles were dissolved in 
solution of different pH values. At pH 3 and 11, agglomeration was observed at the 
bottom of the tube especially at pH 3.
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